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They may he making a extended pit stop for cosmetic alterations, but the sleek racing cars at JKS Motorsports in
the heart of North Carolina’ s NASCAR country almost appear to float on the shimmering polished-concrete floor
at the company’ s new facility in Welcome, NC.

JKS Motorsports, which creates logos and other artistry that decorates stock-car racing vehicles, placed a bet
on polished concrete as a practical, but eye-appealing, surface for the company’ s new facility. The process trans-
formed 34,000 square feet of plain gray concrete into a glistening, reflective surface courtesy of the
INDUROSHINE system developed by W.R. Meadows Inc.

The facility was a design/build project by Samet Corp., Greenshoro, NC. The concrete contractor was Triad
Construction Services, High Point, NC. The concrete polishing contractor was Blair Duron, Raleigh, NC.

Casey Chandler, W.R. Meadows’ sales representative in the Carolinas and Virginia, gives high marks to Triad
for installation of a high-quality, hard-troweled, water-cured, 3,500-psi concrete mix design, providing a sound
basis on which to work some polished-concrete magic.

Chandler says he was able to make a case for the polishing process, hased on attributes that include light
reflectivity, durability, slip resistance (impression of slickness fo the contrary), and resistance to abrasion, oil,
and chemicals. A key selling point was the relative permanence of the densified and polished concrete. The pol-
ishing process is without a doubt labor intensive, but should not have to be repeated if successfully executed.

“With polished concrete, it' s essentially a one-shot deal,” Chandler says. “You are changing the composition
of the concrete, and it’ s a permanent solution.”

The project began with initial grinding to prepare the surface for application of the liquid sodium silicate den-
sifier, with 45-, 80-, and 150-grit discs used. W.R. Meadows' Liqui-Hard densifier was spray applied, then left in
place for a dwell time of 45 minutes to an hour. Any excess densifier remaining on the surface was then
removed with water and shop vacuum. The next day, the polishing was completed with increasingly finer dia-
mond grifs of 110, 400, and 1,500 sizes.

In some projects, the polishing stage can progress all the way to a 3,000-grit stage, but the hard-troweled con-

crefe in this case didn’ t require the finer-grit polishing, Chandler says.

Chandler concedes that the techniques are “something like an art. You have fo evaluate the conditions and
operate sophisticated machinery.”

A final step was applying W.R. Meadows’ Bellatrix, a propriety topical treatment that enhances reflectivity
and resistance fo staining from oil, grease, and other petroleum-based substances.

The owner opted fo retain the inherent gray color of the concrete rather than introduce color by means of
integral coloring of the concrete or field application of stains or dyes. A 10-inch-wide strip of solid-color epoxy
coating was applied, however, to floor edges along walls that were not given the polishing freatment. A separate
edge treatment of this type is often recommended due fo the logistical limitations of the grinding and polishing
equipment. The burgundy-colored coating provides contrasi—an accent to the natural color of the concrete sur-
face.

The resulting mirror-like, polished surface stands in marked contrast to the slate gray of a conventional con-
crefe floor. For JKS Motorsports, it has the look of a winning entry.

Gentlemen, start your polishing-machine engines! —Joe Maty, Editor, JAC
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water-, stain-, and chemical-resistant sur-
face.

After the initial grinding stage “opens”
the concrete to facilitate the chemical reac-
tion of the densifier and concrete, a sprayer
or squeegee is used to apply the liquid den-
sifier at a rate of 16 to 19 square meters per
liter (175 to 200 square feet per gallon).
The densifier is allowed to soak in for 10
minutes, and is then scrubbed into the sur-
face for 15 to 20 minutes (or until gel for-
mation) with a broom or, preferably, an
auto scrubber for optimum penetration.
This is followed by a light misting of water,
and then a re-scrubbing and flushing of

the remaining material from the surface,
depending on heat and airflow conditions.
Specific manufacturer directions should be
referenced, as some application methods

vary.

It is critical to not allow the densifier to
dry on the surface, as this may leave a white
residue or haze. Large quantities or concen-
trations of densifier left on the surface are
difficult to remove and may actually stain
the concrete a dark color. Water is used to
help remove any remaining densifier.

The recommended temperature and
humidity ranges for densifier application
vary from manufacturer to manufacturer;
product guidelines should be referenced.
The installer can extend the application
time by adding more densifier in the first
15 to 20 minutes, as the concrete can read-
ily absorb the additional material. Water
can be added after 20 minutes, as this will
thin the densifier material as it gels to help
facilitate deeper penetration and simplify
the job of removing excess product.

The environmental profile of the densi-
fier product also plays a primary role in the
“green” credentials of the specific con-
crete-polishing process. This profile is
determined by VOC content, the nature of
the waste material generated, and disposal
parameters.

The entire densification process takes
approximately 30 to 45 minutes. The sur-
face is then allowed to dry for 24 hours




before the resin-bond diamond segments
are used to polish to the desired level. The
process produces a hard, dense, and sealed
surface.

Adding color

If coloring of the concrete is part of the
picture, numerous options are available,
including integral coloring of the con-
crete, staining, and dyeing.

With integral coloring, an admixture is
incorporated in the concrete mix to pro-
duce uniform color throughout the slab.
With a dye or stain, the concrete surface is
colored before applying the densifier,
allowing unlimited color combinations
and edge-tint options. Dyes or stains are
typically applied after polishing at the
400-grit level. A second coat may be added

minimal process steps—less than five—do
not constitute a true grinding and polish-
ing system, which involves a five- to ten-
step process, including the hardening and
densification application.

These less-complete (and lower-cost)
types of systems are commonly referred to
as topical, as their penetration of the sur-
face is limited, leading to early wear and
loss of gloss and reflectivity.

The safety issue: Polishing and slip
Contrary to a common perception, the
degree of polish or shine is not directly
related to slip resistance. A 400-grit finish
can and usually is less slip-resistant than a
1500- or 3000-grit final finish.

It helps to think of it in this way: when
a floor is wet and a person walks on it, the

Attaining the desired level of shine in polished-concrete installations depends on the number of passes of the diamond disc grinder,
as each step increasingly flatiens the floor and enhances light reflectivity.

later in the process or at the end to
increase the effect or intensity of the color.
Care should be taken to wash the surface
of dyed or stained sections with water, fol-
lowed by complete drying before the next
polishing phase begins.

Levels of shine

Attaining the desired level of shine
depends on the number of passes of the
diamond disc grinder, as each step increas-
ingly flattens the floor and enhances light
reflectivity. Polishing systems that require

peaks and valleys in the landscape of the
surface create a tendency for the person to
“hydroplane.” On a completely flat sur-
face such as that produced by 1500 or
3000 grit, the water is pressed out from
under the shoe, putting the sole directly
in contact with the concrete surface—
actually making the shoe stick to the sur-
face.

A true grinding and polishing system
with the highest levels of shine (using
3000-grit polishing) and gloss (gloss meter
readings in the range of 45 to 65) exceeds

Journal of Architectural Coatings / December 2008

OSHA (Occupational Safety and Health
Administration) and Americans with
Disabilities Act (ADA) standards for coeffi-
cient of friction and slip resistance, which
are the two most widely accepted stan-
dards for these safety criteria. The process
creates an attractive environment with
increased light reflectivity, a desirable
characteristic in today’s safety-conscious
marketplace.

Standard coefficient of friction (COF)
numbers for an 800-grit or semigloss pol-
ished-concrete surface will range from .79
to .84, a 1500-grit or gloss finish will yield
a COF of .84 to .87, and a 3000-grit or
high-gloss finish will yield a COF of .87 to
.89. These numbers all exceed the OSHA
standard of .50 and the ADA standard of
.60 on flat surfaces. The flatter the floor,
the higher the standard of coefficient of
friction.

Polished concrete: An effective
solution on several counts
With the vast amount of flooring options
available today, architects, specifiers, and
owners are well advised to consider all
available options to meet the needs of a
structure and its occupants. Issues such as
durability, safety, initial and ongoing
maintenance costs, replacement needs,
the service environment, and the envi-
ronmental profile of the system should be
weighed in determining the ideal flooring
system for the given setting. Polished con-
crete can provide an answer to many of
these needs by enhancing a common
building component—concrete—that
meets the definition of a sustainable

building material in many ways.

In evaluating any flooring option, it is
important that best practices and detailed
specifications are employed. Effective
choices regarding flooring systems can
deliver safe, environmentally friendly
solutions that are cost effective and con-
tribute to the highly coveted goal of sus-
tainability in design and construction.
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